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United States Patetli. 0% 3,262,186 
" Patented July 26, 1966 

3,262,186 apparent as the same becomes better understood by refer- 
METHOD O F  IMPROVING THE RELIABILITY OF ence to the following detailed description when con- 

A ROLLING ELEMENT SYSTEM sidered in conjunction with the accompanying drawings 
Erwin V. Zaretsky, Shaker Heights, Richard J. Parker, wherein: 

North Ridgeville, and William J. Anderson, North 5 FIG. 1 is a vertical section of several types of rolling- 
Olmsted, Ohio, assignors to the United States of element bearings made in accordance with the present 
America as represented by the Administrator of the invention; 
National Aeronautics and Space Adn~inistration 

Filed Feb. 8,1965, Ser. No. 431,235 
FIG. 2 is an enlarged perspective view of typical gear 

11 Claims. (GI. 29-148.4) teeth used in certain rolling-element systems; 
10 FIG. 3 is an  elevation view of a gear train having com- 

The invention described herein may be manufactured ponents made in accordance with the invention; 
and used by or for the Government of the United States FIG. 4 is an  elevation view of another gear train hav- 
of America for governmental purposes without the pay- ing components made in accordance with the invention; 
ment of any royalties thereon or therefor. and 

This invention is concerned with rolling-element sys- 15 FIG. 5 is a graph illustrating the beneficial technical 
tems and, more particularly, with a method of improving effect of the present invention. 
the load capacity and fatigue life of such systems. In  the manufacture of rolling-element bearings, such 

In  rocket and missile applications where high reliability as those illustrated in FIG. 1, blanks of hardenable high 
is desirable, it becomes necessary for certain component carbon chromiunl steel, such as SAE 52100, are fabri- 
parts, such as rolling-element bearings and gears, to have 20 cated into ring shape blanks. These blanks are heat 
increased load capacity and fatigue life. A mode of treated to a Rockwell C hardness of 58 or  greater which 
failure for these rolling elements is from pitting fatigue is the acceptable hardness for bearings because no bri- 
o r  spalling characterized by material removal from the nelling of such hardened material will generally take 
contact surfaces causing a pit limited in depth and area. place under normal operating bearing loads. The ring 
The  cause o f  this failure is a fatigue phenomena and re- 25 blanks are then ground to specified dimensions to form 
sults from shearing stresses below the ~ol l ing contact sur- an  inner race 10 and an outer race 12 having honed race 
faces which are a function of contact stress. grooves 14. 

Material hardness plays an important role in determin- A plurality of rolling elements 16 are fabricated to 
ing rolling-element fatigue, and fatigue life as well as mate with the inner race 10  and outer race 12. The roll- 
load capacity increases with increasing hardness. I t  has 30 ing elements 1 6  are located between the inner and outer 
additionally been shown that resistance to material plastic races and are positioned by a separator o r  cage 18. The 
deformation increases with increasing hardness, and it rolling elements 1 6  can be balls to form angular contact 
is concluded that a correlation exists between fatigue life ball bearings 2 0  to accommodate radial and thrust loads 
and resistance to plastic deforn~ation. Material hardness or  deep groove ball bearings 22 to take primarily radial 
or  resistance to plastic deformation has a two-fold effect 35 loads. The rolling elements can be cylindrical rollers 
on  fatigue life and load capacity; as material hardness is 24 to form roller bearings 26, needle shaped rollers 28 
lowered, fatigue life decreases because of an inherent to form needle roller bearings 30, tapered rollers 32 to 
reduction in material strength, but at  the same time re- form tapered roller bearings 34, or crowned rollers 36 
sistance to deformation is reduced and consequently the to form spherical roller bearings 38. A cage is not re- 
contact stress decreases. The latter effect wot~ld increase 40 quired for  the needle roller bearing 30, and the inner race 
fatigue life, and the two effects are acting in opposition to can be eliminated with the rollers 28 bearing directly on 
each other. Additionally, residual compressive stresses a rotating shaft 40. When a needle roller bearing 30 is 
are developed below the rolling-contact surfaces, the mag- used the shaft 40 is heat treated in accordance with the 
nitudes of which appear to be a function of time and method of heat treating the inner race 1 0  of the bear- 
material hardness. These residual conlpressive stresses 45 ing 20. 
can act in opposition to the subsurface shearing stresses The balls of a ball bearing are usually formed by up- 
which cause fatigue failure. setting cylindrical blanks of liardenable high carbon 

I t  is, therefore, an object of  the present invention to chrolniuni steel between two semi-hemispherical dies and 
provide an improved rollingelement system. rough grinding to f o ~ m  the required configuration. The 

Another object of the invention is to provi.!e a method 50 resulting spherical blank is heat treated to a hardness ap- 
of improving the fatigue life and load capacity of rolling- proximately equal to the hardness of the inner and outer 
element bearings. races. This Rockwell C hardness is usudly in the range 

Still another object of the invention is to provide a between 58 to 66. The balls are then finish ground and 
method of  improving the load capacity and fatigue life polished to a surface finish generally of two micro-inches 
of a gear mechanism. 55 or  better for high quality bearings. 

Briefly, these and other objects of the invention are The various rollers of the roller typz bearings are heat 
obtained by heat treating all elements in a rolling-element treated and finiched in a similar manner. Cylindrical 
system to substantially the same hardness, and then tem- blanks are heat treated in substantially the same manner 
pering those elements sr~bjectetl to the greater r ~ u n ~ b e r  of as the balls. The blanks are then ground and finished to 
stress cycles one to itvo points Rockwell C hardness Iecs 00 the desired geometry and dimensions. 
than the other elements w l l i ~ h  engage them. By using In the past, it  was believed that, for maximum fatigue 
the method of the invention, tlte uptin~tlm combination life and load capacity, the bearing races and rolling ele- 
of material hatdness and lnclt~ced compressive residual ments should have maximum hardness obtainable with- 
stress is obta~ned thereby trnprovlng the fatigue l ~ f e  and out producing metal brittleness. This would indicate 
load capacity of the rolling-element system. 05 that the bearing races and rolling efentents should be 

In  an alternate embodiment of the invention the ele- approximately 66 Rockwell C hardness. However, for 
nlents receiving the greater number of stress cycles are aircraft and missile applications it is necessary for the 
heat treated to a Rockwell C hardness one to two points bearing operating temperature to be less than the temper- 
less than the other elements in combined rolling and slid- ing temperature necessary to obtain the bearing race and 
ing contact with them. ball hardness. If the operating temperature was higher 

A more complete appreciation of the invention and than the tempering temperature, the bearing material 
many of the attendant advantages thereof will be readily would be tempered and softened during operation result- 
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3 4 
ins in dimensional instability of tlre rllaterial because of in standard practice, the gear can be lieat treated subs-  
stress relief aird phase changes which may occur during quent to being rough cut to a maximum hardness depnd-  
tempering. Conseqtreniiy, the hardness of the bearings ing upon the material used, then the gear teeth ran be 
used for these applications is less than the maximum brought to size, and a smootlr finish can be obtained by 
obtainable, and usually no greater than Rwkwell C 63,  6 finish grinding. As with rolling-elemcnt bearings, lo ob- 
Thus, maximum possible fatigue life, load capacity and tain maximum fatigue life for the gear system, the maxi- 
reliability are not realized. mum hardness which can be practicably obtained can be 

Subsequent to heat treating, the races and rolling ele- specified. 
ments are assembled whereby the rolling elements, such as Referring to FIG. 3, there is shown a gear train system 
the balls 16, are disposed between the inner race 10 and 10 comprising a gear 52 on a shaft 54 that is in contact with 
outer race 12 and positioned and retained by the cage a second gear 56 on a shaft 58. Another gear 60 is 
18. For the needle bearing 30, the shaft 40 acts as the mounted on the shaft 58, and a fourth gear 62 fastened to 
bearing inner race, and no cage is used to separate the a shaft 64 engages the gear 60. The gear 52 has a smaller 
needle rollers 28. The shaft 40 is then inserted in the pitch diameter than gear 56, and the gear 60 has a smaller 
inner race 10 while the outer race 12 is inserted in a hous- 16 pitch diameter than the gear 62. Therefore, during sys- 
ing 42. tem operation the gears 52 and 60 will receive greater 

The method of the present invention comprises heat numbers of stress cycles than their mating gears 56 and 
treating the inner and outer races as well as the ball 62, respectively. 
blanks, all of which are made from a hardenable high Prior to assembling the gear train system shown in 
carbon steel, to substantially the same hardness. This 20 FIG. 3, blanks for the gears 52, 56, 58, and 62 are an- 
hardness need not be the maximum hardness obtainable nealed, and the teeth rough cut in the blank. The gears 
for the material; however, it should be greater than Rock- are then heat treated to the upper hardness limit for ma- 
well C 60. Subsequently, the inner and outer races are chining, and the teeth are brought to final size by taking 
tempered to a Rockwell C hardness one to two points a finishcut. 
less than the hardness of the rolling elements. The race 25 According to the present invention, gears 52 and 60 are 
hardness can be selected on the basis of the ultimate bear- then tempered to a Rockwell C hardness one to two 
ing operating temperature, and the other component hard- points less than the hardness of gears 56 and 62. The 
nesses are chosen accordingly. The rolling elements and gears are then assembled into the gear train system. 
the races are then ground to their desired geometries and Alternately, after rough cutting, the gears 52 and 60 are 
surface finishes, and these elenlents are assen~bled ac- 30 heat treated to the maximum hardness obtainable, which 
cording to the methods described above. Alternately, can be above Rockwell C 58 dependent upon the eventual 
the races can be tempered to a Rockwell C hardness one operating temperature of the rolling-element system. 
to two points less than the rolling elements subsequent Gears 56 and 62 are heat treated to a Rockwell C hard- 
to  being ground and finished, but prior to assembly. ness one to two points more than gears 52 and 60. The 

In a modification of the aforesaid method the inner 36 gears are then finish ground to the specified dimensions 
and outer race blanks are heat treated to a Rackwell C and tolerances prior to assembly in the gear train system. 
hardness preferably greater than 58. The rolling ele- In the gear train system shown in FIG. 4, the gear 52 
ment blanks are heat treated to a Rockwell C hardness mates with the gear 6 0  instead of the gear 56 in FIG. 
one to two points greater than the hardness of the race 3. In such a system using the method of the instant 
blanks. The component blanks are ground and finished invention, the gear 52 would be tempered to a Rockwell 
as heretofore described. Subsequently, the components C hardness one to two points less than that of the gear 
are assembled as previausly described using conventional 60 which is tempered to a Rockwell C hardness one to 
methods. two points less than that of the gear 62. Alternatively, 

A point on the race of the bearing receives many more gear 60 would be heat treated to a Rockwell C hardness 
stress cycles than any point on the rolling elements, and 45 one to two points greater than that of the gear 52, and 
the inner race receives a greater number of stress cycles gear 62 would be heat treated to a Rockwell C hard- 
than the outer race. Therefore, in principle, it is neces- ness one to two points greater than that of the gear 60. 
sary that the element receiving the greater number of After heat treatment the gears would be assembled in 
stress cycles be one to two points Rockwell C less than 60 the rolling-element system which, in this embodiment, is 
the contacting element receiving the lesser number of the gear train system. 
stress cycles to mechanically induce a greater magnitude If the system in FIGS. 3 and 4 are speed reducers, the 
of residual compressive stresses in the zone of resolved gears 52 and 60 would be pinions. If, however, the sys- 
shearing stress in the component most likely to fail. tems are speed increasers, the gears 62 and 60 wowld be 

Referring to FIG. 2, there is shown a gear 43 compris- 56 ~inions. Regardless the gears receiving the greater num- 
ing teeth 44, each having a face 46 and a flank 48 sepa- ber of stress cycles should be heat treated to a Rockwell 
rated by a pitch circle 50. The kinematics of the gear C hardness one to two points less than the gears mated 
teeth when in contact with the teeth of a mating gear with them. 
or pinion in similar to rolling-element bearings inasmuch The following examples, which illustrate the methods 
as there is combined rolling and sliding cuntact. Where and resulting advantages of the invention, have the f01- 
in a bearing the veIocity of sliding is conslant, the magni- lowing common and conditions: 
tude of which is depende~~t upon bearing geometry and 
speed, the magnitude of sliding and rolling in a gear Material -----,------------------- SAE 52160. 
varies along the entire tooth contact. When the line of contact angle ,------------------- 30". 
contact between teeth is between the lace 46 and Aank 65 Oubr  ram 52%- 
48 at the pitch circle 50, LIle nrstioo: is equal to that of a ~ ~ 1 1  diameter ..................... % inch. 
roller bearing, such as bearing 26 ir? FIG. I .  As with spherical imer ram diameter ----_--. /zincha - rollineelement bearings, two or  more gears in contact ~ h ~ ~ ~ l  load, p ------ .------------ 440 1bS. 
make up a rolling-element system. Speed 10,000 r.p,m. 

fabricating gear, the are lough cut in a 70 Outer race hardness Rockwell C! 63. 
blank that has been suitably prepared for machining by 
normalizing or annealing. The gear is then heat treated The outer race was designed whereby the contact stress 
to the upper hardness limit for nlachining and the teeth was much lower than the ball-inner race contact stress, 
are brought to final size by taking a finish cut. No sub- Thus, n o  outer race failures would be expcted to occur. 
sequent heat treatment is normally done. Alternately, 96 The inner race and/or ball hardness was changed in each 
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example axording to the following heat treatment sched- The balls and the races were heat treated according lo 
ule. the heat treatment schedule for Exarnples I to 111. m e  
-- - 

I I I I I following results were obtained: 
Bccond 

terllper In 
oil 

ti0 ~liinutes 
a t  450° F. 

ti0 nlinutes 
at 350" P. 

GO iui~iutes 
nt 320' F. 

00 nlinuteu 
nt 250" F. 

None. 

- 

In  Example I the bearing fatigue life and load capacity 
is the highest where, in accordance with the invention, 
the rolling element is approxin~ately two points Rockwell 
C hardness greater than the inner race, the element which 
is receiving the greater number of stress cycles during 
operation. 

Exanzple II 

16 As in the previous examples, the maximum fatigue 
Exarlzple I life and load capacity occur where AH is approximately 

of the absolute hardness of the components and in ac- 
cordance with the instant invention. 

30 While the invention described herein is described in 
detai81 in its present embodiments, it will be obvious to 
those skilled in the art after understanding the invention 
that various changes and modifications may be made 
therein without departing from the spirit or the scope 

35 thereof. Further, it is apparent from the above descrip- 
tion that various modifications in the specific materials 
and procedures described may be made within the scope 
of the invention. 

What is claimed is: 
40 1. In a method of making a rollingelement system 

having elements in rolling and sliding contact wherein 
one or more elements in contact receive a greater number 
of stress cycles during system operation than the other 
elements, the improvement comprising 

45 heat treating all elements to  substantially the same 
hardness. and 

5 

lo 

two points Rockweli C. 
Referring to the graph in FIG. 5, the range of relative 

capacities for Examples I to I11 are plotted as a function 
20 of AH which is shown by the shaded area. From this 

graph, in accordance with the instant invention, the maxi- 
mum capacity and fatigue life occurs at a difference in 
hardness between the balls and the race, AH, of approxi- 
mately one to two. The relative capacities for Example 

26 IV are also plotted and shown by the dark curve. The 
capacities are within the range of the previous examples. 
The maximum capacities for all examples are independent 

Material SAE 52100. hardness one to two points greater than said races 
Radial load, P ---------------------I 1320 I&. thereby improving the load carrying capacity and 
Speed .............................. 2750 r.p.m. 75 fatigue life of the rollingelement bearing. 

Rockwell c 
IInrdness 

As in I the maximunl fatigue life and load tempring ihe elements receiving the greater number 

capacity occurs at a AH equal to approximately two in of stress cycles to one to two points Rockwell C 
accordance with the method of the instant invention. 5O 

hardness less than the elements in contact there- 
with thereby improving the load carrying capacity 

Exnrnple I11 and fatigue life of said rolling-element system. 
2. In a method of making a rolling-element system 
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GO 
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ti0 

having elements in rolling and sliding contact wherein 
one element in contact receives a greater number of 

65 stress cycles during system operation than the other ele- 
ments, the improvement conlprising 

heat treating the element receiving the greater number 
of stress cycles to a Rockwell C hardness between 
about 58 and about 64, and 

00 heat treating the other elements to a Rockwell C hard- 
ness of one to two points more than said element 
receiving the greater n u m k r  of stress cycles Lhereby 

Cepnelty, 

c = p i/<, 
lbs, 

3,640 
6, OM 
0,250 
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r m  

83 
83 
83 
03 
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improving the load carrying capacity and fatigue 
In this exan~ple the maxirnum Fatigue life and load life of said rolling-elennent system. 

capacity occur5  here is greater than One point 05 3. a me&od of aiaking a rolliag+lemenk bearing 
Rockwell C l~a idness  tvilrch 1s accord w ~ t k  the rnethod having an outer race, an inner and rolling elements 
of the instant inverrtlon. disposed between and in contact with the inner and outer 

Examp!e IV races and retained and positioned by a separator, the im- 

207-sire deep groove bail bcarmps like bearing 22 in 10 provement comprising 
FIG. I having ABEC 5 specifications were run to failure heat @eating the races to a Rockweil C hardness greater 

under the following conditions: 
than 58, and 

heat treating the rolling elements to a Rockwell C 
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